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TEST REPORT 
 
REPORT NUMBER: ATT/ELP/22/5650-GB2 
  
DATE REPORTED: 6 December 2022 
DATE SAMPLE RECEIVED: 25 November 2022 
DATE ANALYZED: 29 November 2022 
DATE TEST COMPLETED: 2 December 2022 
 
CUSTOMER'S REF NO.:  
COMPANY: Great Utopian Sdn. Bhd. 
 No. 3418, Jalan Pekeliling Tanjung 27/1, Kawasan Perindustrian 

Indahpura, 81000, Kulai, 
  
ON BEHALF OF: UltraClean Gloves Sdn Bhd 
 No. 3418, Jalan Pekeliling Tanjung 27/1, Kawasan Perindustrian 

Indahpura, 81000, Kulai, 
 
SAMPLE DESCRIPTION: One lot of sample was received with references: 
 Description: ULTRACLEAN CR100 GLOVES  
 LOT NO : UC2211001 
 
METHOD/PROCEDURE: 

Analysis Procedure No 
Number of pieces 

used for extraction 
Extraction Medium 

Extraction Vol 
(mL) 

GCMS 
Extractable 

D0000180658 
Rev.AA,35344-001 

Rev.AB 

Approximate 90 
cm2 

n-Hexane 
(HPLC Grade) 

25 

 
RESULTS : 
The Specification is based on Seagate's Doc 35344-001 Rev.AB for Gloves 

Extractable 
Chemical 

ID 
Compound 

Maximum Allowable 
Amount 
(ng/cm2) 

Results 
(ng/cm2) 

PASS / 
FAIL 

- Eicosane (C20) NA 0.006 NA 

- Heneicosane (C21) NA 0.019 NA 
- Docosane (C22) NA 0.019 NA 
- Tricosane (C23) NA 0.024 NA 

- Tetracosane (C24) NA 0.048 NA 
- Pentacosane (C25) NA 0.069 NA 
- Hexacosane (C26) NA 0.065 NA 

- Heptacosane (C27) NA 0.016 NA 
- Octacosane (C28) NA Not Detected NA 
- Nonacosane (C29) NA Not Detected NA 
- Triacontane (C30) NA Not Detected NA 

- Hentriacontane (C31) NA Not Detected NA 
- Dotriacontane (C32) NA Not Detected NA 
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REPORT NUMBER: ATT/ELP/22/5650-GB2 
DATE REPORTED: 6 December 2022 
COMPANY: Great Utopian Sdn. Bhd. 
 

Extractable 
Chemical 

ID 
Compound 

Maximum 
Allowable 
Amount 
(ng/cm2) 

Results 
(ng/cm2) 

PASS / 
FAIL 

- Tritriacontane (C33) NA Not Detected NA 
- Tetratriacontane (C34) NA Not Detected NA 

- Pentatriacontane (C35) NA Not Detected NA 
- Hexatriacontane (C36) NA Not Detected NA 
- Heptatriacontane (C37) NA Not Detected NA 

- Octatriacontane (C38) NA Not Detected NA 
- Nonatriacontane (C39) NA Not Detected NA 
- Tetracontane (C40) NA Not Detected NA 
- > C40 (please specify) NA Not Detected NA 

Extractable 
Chemical 

ID 
Compound 

Maximum 
Allowable 
Amount 
(ng/cm2) 

Results 
(ng/cm2) 

PASS / 
FAIL 

E27.1 n-alkane (>/=C20 to C25) NA 0.186 NA 
E27.2 n-alkane (>/=C26) NA 0.081 NA 
E27.3 n-alkane (>/=C20) 0.40 0.266 PASS 
E27.4 RHC (>/= C20 to C40) NA 0.266 NA 

- Total of Organic (Compounds >/= C12) NA 282.062 NA 
Note: 
1. Minimum RHC Detection Limit is 0.009 cm2 
 
Remark: 
1. The result related only to the tested sample(s) as indicated in this report. 
2. The test report shall not be reproduced except in full, without written approval of ALS Testing 
Services (Thailand) Co., Ltd. 
 
 
 
  ALS Testing Services (Thailand) Co., Ltd. 
   

 
  ----------------------------------- 
  (Warunee Pusatjapong) 
  M.Sc, B.Sc, Laboratory Manager 

Approval Signature 
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GCMS Chromatogram 

 
 
 

- END OF REPORT - 
 


